
Test Name ID1 ID2 Max(N/mm) Max(N) Data Point1 Data Point2 Data Point3 Data Point4 Data Point5 Date Color

JIS K 6252 Tear 123 ABC 20.58 102.91 0.98 2.01 3.01 4.11 5.01 2020/06/11 18:58:48

20.58 102.91 0.98 2.01 3.01 4.11 5.01
20.58 102.91 0.98 2.01 3.01 4.11 5.01
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